0074389
SAF-RC-040
300 Area D&D Waste Characterization
Sampling - Other Solid
FINAL DATA PACKAGE

COMPLETE COPY OF DATA PACKAGE TO:

Mike Stankovich L1-01 KW 11/7/07
INITIAL/DATE
COMMENTS:
SDG 07-A-6231 SAF-RC-040
Rad only X Chem only Rad & Chem
X Complete Partial

Sample Location/Waste Site: 309 Bldg



a

11/6/07
Page 1 of 7

SUBMITTED T0O:
Joan Kessner
Washington Closure Hanford
2620 Fermi Avenue, MSIN H4-21
Richland, WA 99354

REFERENCE DATA:
Client Sample No.: J15VVQ through J15VT9
P.O. No.: Not Available
Sample Location: 309
Sample Type: Bulk
Method Reference: EPA-600/R-93/116
DCL Set ID No.: 07-A-6231
DCL Sample ID No.: 07-36143 through 07-36172
Sample Receipt Date: 11/1/07
Analysis Date: 11/5/07 through 11/6/07

We certify that the following samples were prepared and analyzed by Polarized Light Microscopy for
asbestos and other fibrous constituents using EPA-600/R-93/116. The samples were acceptable upon receipt
except where noted. The samples were examined under a stereomicroscope in a laboratory fume hood for general
composition and phase separation. If needed, portions of the sample were removed and ground with a mortar and
pestle before being mounted on a glass microscope slide. Mountings of representative portions of the material
are prepared in one or more appropriate refractive index liquids (1.550, 1.605, 1.680) and examined by Polarized
Light Microscopy™®. Estirnates of concentration are made on an area basis. The results of the analysis apply only
to the materials analyzed and are summarized on the attached bulk asbestos analysis data sheets. DataChem
Laboratories will dispose of all bulk samples after 60 days unless other arrangements are made.

Shawn Smythe Anna Marie Ristich

Analyst Reviewer

*Floor tiles, decorative paints, joint compounds, and cement materials require additional treatment in order to
evaluate the concentration of small asbestos fibers bound in the material. Some samples may contain fibers that are
not visible by PLM and can only be detected by electron microscopy techniques. Floor tiles are analyzed as
homogeneous materials if insufficient mastic is present or if phases have been cross contaminated.

DataChem Laboratories NVLAP Lab ID: 101917, Laboratory accreditation by the National Institute of
Standards and Technology does not in any way constitute approval or endorsement by NVLAP, NIST, or any agency
of the federal government..

CINCINNATI OFFICE WEST COAST OFFICE
4388 GLENDALE-MILFORD ROAD 11 SANTA YORMA COURT
CINCINNATI, OHIO 45242-3706 NOVATO, CALIFORNIA 94945

513 733-6338, FAX 513 733-5347 800 280-8071, FAX 415 893-9460



11/6/07

DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309
Set ID: 07-A-6231

Client Sample ID: JI5VV0 J15VP1 JI5VP2 JISVP3 JI5VP4
DCL Sample ID: 07-36143 07-36144 07-36145 07-36146 07-36147
Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homog. Homog. Homog. Homog. Homog.
Color: Grey Grey Grey Grey Grey
Texture: Pwdry/Fbrs Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs
Description: Material Material Material Material Material
Analysis: PILM PLM PLM PLM PLM
Asbestiform Minerals

% Chrysotile: >20<30 >5<10 >5=<10 >5=510 >5=<10
% Amosite: >1=53 >1<3 >1<3 >1=3
% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: >20<30 >6<13 >6<13 >6<13 >6<13
Other Materials

% Cellulose:

% Fiberglass: >20=<30 >20=30 >20<30 >20<30
% Other Fibers: >5<10 >5<10 >5<10 >5<10 >5<10
% Resin/Binder:

% Non Fibrous: >50=<60 >40 < 50 >40 < 50 >40< 50 >40 <50

ND = None Detected Trace=<1%

Special Prep Procedures: None.

*Notes: P. Q. # Not Available.

Shawn Smythe =

Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states

*... If the asbestos content is estimated to be less than 10% by a method other than point counting,..
technique by PLM.™ Any of the above samples can be reanalyzed by point counting at the client’s request.

Wherever possible, separate phases are analyzed and reported individually.

Page 2 of 7

. (the analysis) be repeated using the point counting



DataChem Laboratories
Polarized Light Micrescopy
Asbestos Analytical Report

Client: Washington Closure Hanford

Location: 309
SetID: 07-A-6231

11/6/07

Client Sample ID: J15VPS J15VP6 Nsvp? JISVPS JI5VP9

DCL Sample ID: 07-36148 07-36149 07-36150 07-36151 07-36152

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Layered Layered Homog. Layered Homog.
Inseparable Inseparable Inseparable

Color: Yellow/Black Yellow/Black Grey Yellow/Grey Grey

Texture: Fbrs/Resns Fbrs/Resns Crmby/Fbrs Fibrous Crmby/Fbrs

Description: Insulation Insulation Material Insulation Material

Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals

% Chrysotile: >5= 10 >5<10

% Amosite: >1<3 >1<3

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: ND ND >6<13 >6<13 ND

Other Materials

% Cellulose:

% Fiberglass: >90<100 >80<90 >20=< 30 >60<70 >20<30

% Other Fibers: >3<s >5=<10 >5<10

% Resin/Binder: >355 >1<3

% Non Fibrous: >153 >1<3 >40 =< 50 >5<10 >60<70

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

gﬁm—'

hawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Re
“... If the asbestos content is estimated to be less than 10%
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client’s

by a method other than point counting,..

Wherever possible, separate phases are analyzed and reported individually.

Page 3 of 7

gister Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
. {the analysis) be repeated using the point counting
request,



11/6/07
DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309
Set ID: 07-A-6231

Client Sample ID: JI5VRO JI5VR1 JISVR2 JISVR3 JISVR4

DCL Sample ID: 07-36153 07-36154 07-36155 07-36156 07-36157

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Layered Layered Homog., Homog. Homog.
Inseparable Inseparable

Color: Yellow/Grey Yellow/Grey Grey Grey Grey

Texture: Fbrs/Crmby Fbrs/Crmby Crmby/Fbrs Pwdry/Fbrs Crmby/Fbrs

Description: Insulation Insulation Material Material Material

Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals

% Chrysotile: >5=<10 >20=30 >5<10

% Amosite: >1<3 >5=<10 >l =3

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: ND ND >6<13 >25<40 >6<13

Other Materials

% Cellulose:

% Fiberglass: >70<80 >70<80 >20<30 >20<30

% Other Fibers: >3<5 >5<10 >10=<20 >5=<10

% Resin/Binder:

% Non Fibrous: >10=<20 >10<20 >40 < 50 >30=<40 >40 < 50

ND =None Detected Trace =<1%

Special Prep Procedures: None,

*Notes: P. O. #: Not Available.

Shawn Smythe ?‘

Microscopist

All velues are in area percent by visual estimate. The Federal Register Vol, 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states

“... If the asbestos content is estimated to be less than 10% by a method other than point counting,..
technique by PLM.” Any of the above samples can be reanalyzed by point counting at the client’s

Wherever possible, separate phases are analyzed and reported individually.

Page 4 of 7

. (the analysis) be repeated using the point counting
request.



DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford

Location: 309
SetID: 07-A-6231

11/6/07

Client Sample ID: J15VRS JI5VR6 JISVR7 J15VR8 JI5VR9

DCL Sample ID: 07-36158 07-36159 07-36160 07-36161 07-36162

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Homog. Layered Homog. Homog. Homog.
Inseparable

Color: Grey Yellow/Grey Grey Grey Grey

Texture: Crmby/Fbrs Fibrous Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs

Description: Material Insulation Material Material Material

Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals

% Chrysotile: >5510 >5=<10 >5=10 >5<10

% Amosite: >1<3 >1<3 >1=3 >1=<3

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: >6<13 ND >6<13 >6<13 >6<13

Other Materials

% Cellulose:

% Fiberglass: >20<30 >80<90 >20=<30 >20=<30 >20<30

% Other Fibers: >5<10 >5<10 >5<10 >5<10 >5<10

% Resin/Binder:

% Non Fibrous: >40< 50 >1=3 >40< 50 >4() < 50 >40 < 50

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. O. # Not Available.

Shawn Smythe %

Microscopist

All values are in area percent by visual estimate. The I
*... If the asbestos content is estimated to be less than 10%
technique by PLM." Any of the above samples can be re

Wherever possible, separate phases are analyzed and reported individually.

Page 5 of 7

ederal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
by a method other than point counting,... {the anal
analyzed by point counting at the client’s request.

ysis) be repeated using the point counting



11/6/07
DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 309
SetID: 07-A-6231

Client Sample ID: JI5VTO JISVT1 JI5VT2 J15VT3 JI5VT4

DCL Sample ID:; 07-36163 07-36164 07-36165 07-36166 07-36167

Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted

Homogeneity: Homog. Layered Layered Layered Homog.
Inseparable Inseparable Inseparable

Color: Grey Yellow/Grey Yellow/Black Yellow/Grey Grey

Texture: Crmby/Fbrs Fibrous Fbrs/Resns Fibrous Crmby/Fbrs

Description: Material Insulation Insulation Insulation Material

Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals

% Chrysotile: >5<s10 >1=3

% Amosite: >1<3 Trace

% Crocidolite:
% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: >6=<13 ND ND >1<3 ND
Other Materials

% Cellulose;

% Fiberglass: >20<30 >80 <90 >70< 80 >80<90 >30<40
% Other Fibers: >5=<10 >5=<10 >5=10 >5< 10

% Resin/Binder: >3<5

% Non Fibrous: >40 < 50 >1=3 >3 5 >1<3 >50 5 60

ND = None Detected Trace =<1%
Special Prep Procedures: None,

*Notes: P. O.# Not Available.

Shawn Smythe

Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1930 Rules and Regulations states
“... If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by PLM.” Any of the above samples can be reanalyzed by point counting at the client’s request.
Wherever possible, separate phases are analyzed and reported individually.

Page 6 of 7



DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford

Location: 309
SetID:; 07-A-6231

11/6/07

Client Sample ID: JI5VT5 JIS5VT6 JI5VT7 JISVTE J15VT9
DCL Sample ID: 07-36168 07-36169 07-36170 07-36171 07-36172
Macroscopic Examination

Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homog. Homog. Homeog. Homog, Homog.
Color; Grey Grey CGrey Grey Grey
Texture: Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs
Description: Material Material Material Materiaf Material
Analysis: PLM PLM PLM PLM PIM
Asbestiform Minerals

% Chrysotile: >5=<10 >5<10 >5<10 >5<10 >5<10
% Amosite: >1<3 >1=<3 >153

% Crocidolite:

% Tremolite - Actinolite:

% Anthophyllite:

% Total Asbestos: >6<13 >6<513 >6<13 >5<10 >5<10
Other Materials

% Cellulose:

% Fiberglass: >20<30 >20<30 >20=<30 >20<30 >20<30
% Other Fibers: >5=<10 >5<10 >5<10 >5=<10 >5<10
% Resin/Binder:

% Non Fibrous: >40 < 50 >40 < 50 >40 < 50 >40 = 50 >40 < 50

ND = None Detected Trace =<1%

Specizl Prep Procedures: None,

*Notes: P. Q. #: Not Available.

Shawn Smythe =

Microscopist

by a method other than point counting, ..
eanalyzed by point counting at the client’

Wherever possibie, separate phases are analyzed and reported individually.

Page 7 of 7

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
“... [f the asbestos content is estimated to be less than 10%

technique by PLM." Any of the above samples can be r

. {the analysis) be repeated using the point counting
s request.



WCH-EE-011

Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-334 [Pasc 5 of 1t
ollector Companv Contaet Telephone No. Proiect Coordinztor .
Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Turnaround
Proiect Designation Sampling Location SAF No. 7 DayS
300 Area D&D Waste Characterization Sampling - Other Soli FHr 3o . wleafoy RC-040
Ice Chest No. Field Lozbook No. COA Method of Shipment
£ X EL-15189 See below Federal Express
Shipped To Offsite Property No. RBill of Lading/Air Bill No.
DataChem Laboratorics - Cincinnati Ao ﬁﬂdﬂg Sec OSPC .
POSSIBLE SAMPLE HAZARDS/REMARKS
Asbestos & Be N Preservation Fowe
. GP
Special Handling and/or Storage Type of Container
No. of Container(s) !
C) ’ A -( (’)25 ‘ Volume 8
Asbestos-
BULK-EPA
SAMPLE ANALYSIS
Sample Nig’q— —  Matrix * Sample Date Sample Time |07 - e
HEVPD XS VU0 3l S OTHER SOLID /0-2%2.-07 psv2 | A
IV B[l 4| omersoup /6-29-07 | ogy <
15wz 3[4 | otHER soLD /s o % (% A
15vP3 2 (| OTHER SoLD \ Y, AY
J15vea 2 ((; H orHERsoLD N o2y | &
CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix *
__{Retinquished By/Removed From Date/Time s 2 32 cceived By/Siored In Date/Time Laboratory Analysis, Data Management, and Shipping COA - RDAMXX2ZF00 sen
ov. AtSprtkorich,  2vSe7 2725 /26 ,oky/p7 1332 Semtetmen
[Relinquished By/Removed From Date/Time Y . sSamy S-St
PICT Uy = Water
2O ZOCF o240 samples from ;I;;‘:‘;{z‘r%umqmm ool
LCF Date/Time 3728 Custodian removed samples for Derum St
(o2 So0 | mEp i shioping on/) | 79 (g2 Ftnd
SV (o8
D Fxloxisrs el
Date/Time IRW In Dete/Tane xoo
[Relinquished By/Removed From Date/Time IReceM:d By/Stored In Date/Time
T m’ C—— > G O =
secTio Ty ( (o) 257 s5ns
FINAL SAMPLE Disposed By N Date/Time
DISPOSITION




Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-334 [P & of 14
Collector Company Contact Telephone No. Proiect Coordicator B
Mike Stankovich " MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Turnaround
Project Designation Samoling Location SAF No, 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli e 3209 e of2%067) RC-040
Ice Chest No. - : Field Logbook No. COA Method of Shipment
_EFD £X BoY EL-1518-9 See below Federal Express
Shinned To ' Offsite Proverty No. Bill of Lading/Air Bill No.
DataChem l.aboratories - Cincinnati 7 A 0Boo28 See OSPC
POSSIBLE SAMPLE HAZARDS/REMARKS
Asbestos & Be Preservation None
. GP
Special Handling and/or Storage Type of Container
No. of Container(s) !
Volume s
Asbestos-
BULK-EPA
SAMPLE ANALYSIS
Sample No. Matrix * Sample Date Sample Time
NSRS Bn il Y | otHER SOLID 10-29-07 0%27 A
VP63 (4 | omER sOLID 7 0% % <
NP7 3 (L{SD | omER soLD \ o¥33 <
HsvPs 3~ | omer soLp \ o&3L | &
S15vPs 2, S7 | omersoup L | oem |«
CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matzix *
Relinquished By/Removed From DateTime s %32 [Received By/Storcd In Date/Time Laboratory Analysis, Data Management, and Shipping COA - RDAMX X2F00 sesa
& fotufpocc & -4/ 3 71—3/ Z8 (0l fr B3O S-S
elinquishert By/Remaved From Date/Time ived By/Stored In v Date/Time bampler unavallabie 1o reinquish SStatge
o ey - 0?2 samples from 3728 Ref # _2/2 W Water
= mﬁﬂ < - 3728 Custodian removed samples for O~0
Rehinquished By/Remox et tme MEWS Date/Time shipping on [Q‘/,ZQ 1) poS
= = pr-r./7l FED E )( ) DL~Drym Liquids
Relingiished By/Rathovb#from Date/Time M.Bymtnﬁd n ate/Time ’ :I:“:,
, )3/ /3 > lS-( T s
Relinquished By/Removed From Date/Time MB@ Date/Time . i
[Relinquished By/Removed From /, Date/Time chuiwd By/Stored In Date/Time
LABORATOR\( Title ./ Date/Time
SECTION /e (9/3//0’? ’S5TS
FINAL SAMPLE [\Qisposal Met 4 \) Date/Time
DISPOSITION '

WCH-EE-011




Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-334 IP = 1 of 14
ICollector Companv Contact Telephone No. Project Coordinator )
Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Turnaround
roiect Designation Sampling Location SAF No. 7 Days
300 Area D&D Waste Characterization Sampling - Other Sofi | 338G 309 e (of29(e? RC-040
Lce Chest No. Field Loabook No. COA Method of Shipment
FEPDEX BEAY EL-1518-9 See below Federal Express
Shipped To ' Offsite Property No. Bill of Lading/Air Bill No.
DataChem Laboratories - Cincinnati J A 0B2E2H Sec OSPC
POSSIBLE SAMPLE HAZARDS/REMARKS
Asbestos & Be Preservation one
) G/P
. " f C i
Special Handling and/or Storage Type of Container
Nao. of Container(s) !
Yolume %
Asbestos-
BULK-EPA
SAMPLE ANALYSIS
Sampie No. Matrix * Sample Date Sample Time | - - e
J5VR B ¢ OTHER SOLID (o-22-07 | oguz A
IRt 5(5(S L[ orHer soLp oS4 A
J15VR2 (S OTHER SOLID L mwday | <
J15VR3 iS {,| omErsoLD Fow” P ese | < Tow_des]
HSVRe 20 ¢ OTHER SOLID N 0 ES¥ | X
CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix *
Relinquished By Removed From Date/Time /5% IRecclwd By/Stored In Date/Time Laboratory Analysis, Data Management, and Shipping COA - RDIMXX2F00 Smtat
15/295> 37 ZI/ 215 40/ "/’7 /3230 Sampler unavauanie to relnquish S&so-s»umm
Relinquished By/Removed From Dare/Time ik:uved By/Stored In Date/Time gl samples from 3728 Ref Si=Stoage
: g 3 ot BT -7 3728 Custodian removed snmples for W Water
=L - — : - ‘m\m -~ m(h,; i ; DT shipping on /0 /O[30 27 ) pored
DS=Dwwm Soids
y s Lantl ; ELD EX it L
IR jved B t Date/Tim / ;‘l:::c
Z/ 07' 3 LeLiuid
clinquished By/Remaved From Date/Time IReccn eRed By/Stored In Date/Tume ;3:?_
[Relinquished ByRemoved From Date/Time Received By/Stored In Date/Time
/

LABORATORY | Recencd By N Tide , Time

St | N (/e V5 rs
FINAL SAMPLE | Disbeal Method (Tho— Dispased By T DateTime
DISPOSITION

WCH-EE-011




Il
Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-334 |"‘€e § of 1
)CoHector Companv Contact Telenhone No. Proiect Coordinator .
Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Dam Turnaround
[Proiect Desimation Samupling Location SAF No. 7 DaYS
300 Area D&D Waste Characterization Sampling - Other Soli 309 v wfa8fs7 RC-040
Ice Chest No. Field Logbook No. coA Method of Shipment
FED EX B EL-1518-9 See below Federal Express
Skioped To Offsite Propertv No. Bill of Lading/Air Bill No.
DataChem Laboratories - Cincinnati AOB8IG28 See OSPC o N ) o
POSSIBLE SAMPLE HAZARDS/REMARKS
No
Asbestos & Be Preservation "
G/P
fC i
Special Handling and/or Storage Type of Container
No. of Centainer(s) !
Volume %
Asbestos-
BULK-EPA
,,:- SAMPLE ANALYSIS
Sample No. Matrix * Sample Date Sample Time |- - oo T
J5VRS B m | SQ OTHER SOLID {6-29-07 ’pss'T fe
J15VRE s N | oTHER sOLID ~ 900 N
JsVR? 351 [, O] otHersoLD \ 0103 x
JISVRE  Z(~{{,| | OTHERSOLID \ oot x
J15VR9 (5 ({p | OTHERsOLID e 0707 |
CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Matrix *
_|Relinguished By/Remaved From DatesTime chcci\cd By'Stared In Date/Time Labaoratory Analysis, Data Management, and Shipping COA - RDANXX2F00 S=sou
M&ﬂz& LR 37287 285 jofeipy 3% e
Relinguished By'Removed From DarefTime {Received Byf’Stu d Date/Time Samprer y SinSiedge
i T r— L %ﬂ S o gy 2~
clinqnifgcd By Date/Time [Received By/Stof 3 723 Custodjay rc moved gg Ds-o..".m n Saiids
" 2520 s 'PP'ng 0 é’ﬂs for DL=Drum Liquids
Date/Time ceeived B ISlored B I-,I'\,'}:
r ( S { S?j\ LeLigwa
[Relmquished By/Remaved From Date/Time \ed y'ﬁlorcd In Pate/Time ;:;:T“
[Relinquished By'Removed From Date/Time Received By/Stored In Date/Time
LABORATORY | Received By Title Datg/Fime
SECTION /072 67 "
FINAL SAMPLE Disposed By Date/Time
DISPOSITION

WCH-EE-011
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Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-334 [Pase 2 of 1
Coliector Company Contact Telepbone No. Proiect Coordinator .
Mike Stankovich MT Stankovich 531-7620 KESSNER, JH Price Code 9K Data Turnaround
[Proiect Designation Sampling Location SAF No. 7 D ayS
300 Area D&D Waste Characterization Sampling - Other Soli Boo my  tolEminT? RC-040
Tce Chest No. — Field Logbook No. COA Method of Shipment
E X gdg EL-15189 See below Federal Express
Shinped To Offsite Property No. Bill of Lading/Air Bill No.
| DataChem Laborataries - Cincinnati AOBOD ,., See OSPC
POSSIBLE SAMPLE HAZARDS/REMARKS
Ashestos & Be Prescrvation None
. G/P
Special Handling and/or Storage Type of Container
No. of Container(s) !
Volume %
Ashesifs.
BULK-EPA
SAMPLE ANALYSIS
Sample No. Matrix * Sample Date Sample Time |- 000 F o n T
J15vTo o) lz3| otHER soLD [6-29-07 oTi2 <
NNVTL 2o (& L§| oTHER SOLID / R TRY X
N2 Bl | otHER soup { oY X
J15VT3 >t \of~ | oTHER soLID \ ErY, =<
N15vT4 w51 )] otHER soup N4 092¥ | &+
CHAIN OF POSSESSION : Sign/Print Names SPECIAL INSTRUCTIONS Matrix *
inqujshed By/Removed From Dare/Time /%% [Received By/Stored In Date/Time Laboratory Analysis, Data Management, and Shipping COA - RDAMXX2F00 cwsit
% AStndore, /9/2157 3728/248 [hver ¢330 E-Satnee
clinguished By/Removed From Date/Time cccived B/Stored In DaierTime Snmpllcr ;navallablc 10 reimquisn positepy
To28 1245 -2k S A-) ) b Feg ;;?5 gxstgz:;nrfn]}:\fcd samples for o
inam y e/Time Date/Time 5 A=Air
Relinquisfed By/Remon LUV '-“'Wd "Slortd shipping OHM’_Q:Z DS=Drum Sohds
~Za DL=Dvura Liquids
[Relinquished By/R From Date/Time red ln O :::I:r‘;:
, L (Y31 o
Relinquished By/Removed From Date/Time B Stored Tn X=Other
Relinquished By/Removed From Date/Time [Received BnyIored in Date/Time
——
LABORATORY By L Q Tide «/Time
SECTION 7 / O /g/ 09_ / 57 24
FINAL SAMPLE | Di C Disposed By Dare/Time
DISPOSITION

WCH-EE-011




Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-334 [Par 10 of 14
Collector Company Contact Telephone No. Proiect Coordinator .
Mike Stankovich MT Stankovich 5317620 KESSNER, JH Price Code 9K Data Tarnaround
[Proiect Designation Sampling Location SAF No. 7 Days
300 Area D&D Waste Charncterization Sampling - Other Soli G 30 o pof 29 fo7 RC-040
Iee Chest No. Field Logbook No. CoA Method of Shipment
2 E0 =X £ I'd EL-1518-9 See below Federal Express
Shioped To Offsite Propertv No. Bill of Lading/Air Bill No.
DataChem Laboratories - Cincinnati /4' &7 5 JdO2 & See OSPC
POSSIBLE SAMPLE HAZARDS/REMARKS
Asbestos & Be Preservation None
GP
T .
Special Handling and/or Storage yoe of Container
No. of Container(s) !
Volume %
Asbestns-
BULK-EPA
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